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Pavement Database: NetworkID: Clear
Last A
Branch ID Section ID Last Surface Use Rank | Lanes| True Area Inspzztion p?te PCI
Const. (SqFt) Date Inspection
Date
100 (TAXIWAY A) 100-01 09/01/1996 AC TAXIWAY P 0 14,396.00 06/04/2002 6 71.00
200 (TAXIWAY B) 200-01 09/01/1996 AC TAXIWAY P 0 14,396.00 06/04/2002 6 78.00
300 (TAXIWAY C) 300-01 08/15/1997 AC TAXIWAY S 0 17,896.00 06/04/2002 5 94.00
4100 (SOUTH APRON) 4100-01 09/01/1996 AC APRON S 0 130,000.00 06/04/2002 6 64.00
4200 (NORTH APRON) 4200-01 08/15/1997 AC APRON S 0 60,000.00 06/04/2002 5 86.00
6100 (RUNWAY 01-19) 6100-01 09/01/1996 AC RUNWAY P 0 400,000.01 06/04/2002 6 80.00
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Arithmetic PCI Weighted
Average Standard Average
Average Total Number PCI Deviation PCI
Age Age At Area of
Category | |pspection (SqFt) Sections

03-05 5.00 77,896.00 2 90.00 4.00 87.84
06-10 6.00 558,792.01 4 73.25 6.30 75.99
All 5.67 636,688.02 6 78.83 9.70 77.44




